
TEST REPORT 

DATE : 03-Sep-21Report No.  : MAN:HL:1248005524

HI TECH INTERNATIONAL
SAHNEWAL AIRPORT ROAD,, RAMGARH ROAD,RAMGARH 
SAHNEWAL,
Punjab, Ludhiana-141123
IN

CONTACT PERSON :  MR. SIDHARTH SAREEN

THE FOLLOWING SAMPLE(S) WAS/WERE SUBMITTED AND IDENTIFIED BY/ON BEHALF OF THE CUSTOMER AS : 

PRODUCT DESCRIPTION  RUST PREVENTIVE OIL HEAVY DUTY 7

COUNTRY OF ORIGIN INDIA
SAMPLE RECD ON 24-Aug-2021 TESTING PERIOD : 26-Aug-21 - 02-Sep-21

TESTS PASS FAIL REMARKS

PHTHALATE CONTENT TEST P
TOTAL LEAD CONTENT P
TOTAL CADMIUM CONTENT P
Remarks: P=Pass

F=Fail

per pro SGS India Private Ltd.

SANDIP BHUSHAN (Tech. Manager)

Email your Test Report Related Enquiries at Feedback.HLT@sgs.com

Authorized Signatory
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REQ R  E  S  U  L  T  S  

PHTHALATE CONTENT TEST
With reference to CPSC-CH-C1001-09.4
Analysis was performed by GC-MS.

Dibutyl Phthalate (DBP) Not Detected <=1000 ppm
Benzylbutyl Phthalate (BBP) Not Detected <=1000 ppm
Di(2-ethylhexyl) Phthalate (DEHP) Not Detected <=1000 ppm
Diisononyl Phthalate (DINP) Not Detected <=1000 ppm
Diisodecyl Phthalate (DIDP) Not Detected <=1000 ppm
Di-n-hexyl Phthalate (DnHP) Not Detected <=1000 ppm

Detection Limit: 100 ppm

Note: The limit is referenced to the requirement stated in the SGS California Proposition 65 (Revision 5) - county of santa clara 
Case No. 114CV267501.

TOTAL LEAD CONTENT
With reference to CPSC test method: CPSC-CH-E-1002.08.3
Analysis was performed by AAS.

Lead (Pb) Not Detected <=100 ppm

Detection Limit: 20 ppm

Note: The limit is referenced to the requirement stated in the SGS California Proposition 65 (Revision 5) - County of Marine 
Case No. CIV 1104003.

Remark:
- The reference limit applied in testing is based on California Proposition 65 settlements that are most similar to the tested 
product in the opinion of the lab. The testing in this report does not reflect a user's actual exposure to the tested chemical.
- A manufacturer or retailer that is not named in the referenced settlement is not bound by that settlement, and may choose 
tocomply with California Proposition 65 by clearly informing the consumer of potential exposure.

End of Page ..
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REQ R  E  S  U  L  T  S  

TOTAL CADMIUM CONTENT
With reference to CPSC test method: CPSC-CH-E-1002.08.3
Analysis was performed by AAS.

Cadmium (Cd) Not Detected <=300 ppm

Detection Limit: 20 ppm

Note:
- The limit is referenced to the requirement stated in the SGS California Proposition 65 (Revision 5) - County of Almeda Case 
No. RG-10-514803.
- Above all testing has been subcontracted to SGS Gurugram lab.
- Above all testing has been performed as per client's request.

Remark:
- The reference limit applied in testing is based on California Proposition 65 settlements that are most similar to the tested 
product in the opinion of the lab. The testing in this report does not reflect a user's actual exposure to the tested chemical.
- A manufacturer or retailer that is not named in the referenced settlement is not bound by that settlement, and may choose to 
comply with California Proposition 65 by clearly informing the consumer of potential exposure.

***** End of Page*****
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REQ R  E  S  U  L  T  S  

SAMPLE PHOTO

***** End of Report ****
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